
lower crush strength ← higher porosity

shor ter set time

OVERSPATULATION

higher crush strength ← lower porosity

longer set time

UNDERSPATULATION

SPATULATION

looser crown ← more expansion

shor ter set time

WARMER LIQUID

tighter crown ← less expansion

longer set time

COOLER LIQUID

TEMPERATURE

→ higher crush stengthlower porosity

→ looser crownmore expansion

shor ter set time

THICK MIX

→ lower crush strenghhigher porosity

→ tighter crownless expansion

longer set time

THIN MIX

MIX RATIO

GYPSUM = calcium sulfate dihydrate

GYPSUM MATERIALS
- plaster  (modeling, impression)
- dental stone
- die stone  (= improved stones)
- investment materials  (solder, casting)

WORKING FACTORS 
for

GYPSUM MATERIALS


